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SHEET, .0595 (16 GA) THK,  304 SST

STOCK NO MATERIAL DESCRIPTION
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NOTES: UNLESS OTHERWISE SPECIFIED

1   MATERIAL: SST PLATE OR SHEET, IN ACCORDANCE WITH ASTM A240.  MILL SOURCE
     CERTIFICATES REQUIRED, INCLUDING HEAT NUMBER AND CHEMICAL ANALYSIS.

2   BAG AND LABEL WITH PART NUMBER AND REVISION.

 


